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1 Sample Information 
 
 
 
 
 
 
 
 
 
 
 
2 Brief Evaluation of the Results 
 
Regulation or protocol Conclusion Version of regulation or protocol 
   

Italian CAM: Section 2.3.5.5 Pass Decree 11 January 2017 (GU n.23 del 28-1-2017) 
   

Full details based on the testing and direct comparison with limit values are available in the following pages 
 

  
 

Eurofins Product Testing  A/S 
Smedeskovvej 38 
8464 Galten 
Denmark 
 
CustomerSupport@eurofins.com 
www.eurofins.com/VOC-testing 

Sample name IDROETERNA SATINATA 180 
Batch no. - 
Production date 08/11/2019 
Product type Paint 
Sample reception 21/11/2019 
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